
Before After

Workpiece information
Industry
Part name
Material type
Cutting process

Tool

Processing detail

Spindle Speed
Feed Rate

Processing conditions

Tool holder

Before After

Ideal for deburring, cutter mark removal and 
polishing on surface

Deburring after face-milling, end-milling and drilling
Cutter mark removal and polishing on surface

XEBEC BrushTM SurfaceTool

Applications

Workpiece information
Industry
Part name

Machine tools
Tool holder

Material type
Cutting process

Iron-based
Face mill processing

Tool

Processing detail

XEBEC Brush Surface 

Deburring the edge face 
after milling process

Spindle Speed (min-1)
Table Feed (mm/min)
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Depth of cut (mm)
Machining time (sec)

ー
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Processing conditions

Tool

Problem

File

It took time for deburring by manual 
work. Resulted in unstable quality.

Tool

Result Deburring is fully automated and all 
the processes are completed in a 
machining center.
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Cranial Mesh

Medical
Cranial Mesh 
Titanium Alloy
Surface Deburring & Finishing

325 RPM
50 IPM

Deburring and finishing 
of surfaces and edges.

XEBEC™ Brush Surface
(A21-CB60M)

87-MEDICAL-CranialMesh GJ040622
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